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Osteocera Bone Graft Substitute

Overview Specification
Osteocera™ Bone Graft Substitute is fabricated from ' - Z
non-living raw materials through a high sintering process, HEEN a2l e Blockiusies 0:om
and it is consisted of beta-tricalcium phosphate (B-TCP) 0OC-B02 5x5x10mm = Block 2.0cm?
with excellent biocompatibility and osteoconductivity. 0C-B03 5x5x10 mm Block | 5.0cm?
Osteocelamlsblormr})able am_icanbc gradually abso_rbed 0C-B04 s it | ‘Biodk P e
and replaced by bone tissue. It is a porous structure with a -
porosity of more than 70%, and it has the highest porosity OC-B05 9x5x 10 mm Block 10.0cm
among synthetic bone graft substitutes. Also, the pores are OC-B06 5x5x20mm  Block 5.0cm?
interconnected with a pore size of 300~600pm; they can 0C-B07 5x5x20mm  Block 7.0 cm?
;ﬁi gff’ﬁzﬁss"e 10 grow mslds:he poresio:schicvesthe OC-B08 | 5x5x20mm  Block | 10.0 cm?
e 0C-G01 2-3mm Granule = 5.0 cm?
Indications for Use 0C-G02 1-2 mm Granule | 5.0 cm?®
Osteocera™ Resorbable Bone Substitute is intended for use 0C-G03 0.5-1 mm Granule | 5.0cm?
as a bone void filler for voids or gaps that are not intrinsic to 0C-G04 2.3 mm Granule | 7.0 em?
the stability of the bony structure. Osteocera™ Resorbable .
Bone Substitute is indicated for use in the treatment of surgi- Otchis = SiAdulesIUc
cally created osseous defects or osseous defects resulting 0OC-G06 1-2 mm Granule | 7.0 cm?
from traumatic injury to the bone. Osteocera™ Resorbable 0C-G07 1-2 mm Granule @ 10.0 cm?
Bone Substitute is intended to be packed into bony voids or 0C-G08 05-1 A Gianiile | 7062
gaps of the skeletal system as a bone void filler (i.e., extremi- ) ) s
ties, spine and pelvis). This product provides a bone void 0C-Go9 0.5-1 mm Granule | 10.0 cm
filler that resorbs and is replaced by bone during the healing OC-G10 0.25-0.5 mm Granule | 0.25¢g
Pprocess. OC-G11 0.25-0.5 mm Granule 05g
- 0C-G12 0.25-0.5 mm Granule | 1.0
Animal StUdy Results 0C-G13 0.5-1 mm Granule @ 0 25g
Osteocera™ Bone Graft Substitute achieves excellent | —
biocompatibility. In animal studies, the bone graft material oc-c14 0.5-1 mm Cranule | 0.5g
became integrated with the surrounding bone tissue, subse- OC-G15 0.5-1 mm Granule | 1.0g
quently to be gradually replaced by new healthy bone. 0C-G16 1-2 mm Granule | 0.25g
0C-G17 1-2 mm Granule @ 0.5g¢g
OC-G18 1-2 mm Granule | 1.0g
0OC-G19 1-2 mm Granule 15¢g

The radiological evaluation shows the remodelling process
(Left: 1 month, Right: 6 months)
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Product Properties

100 wit% tricalcium phosphate
300~600 pm
. 70~ 80%

Typical composition:
Pore size

Porosity

gradually being replaced by new healthy bone (Left: 1 month;
Right: 6 months (¢ : Newly formed bone; -: Osteocera™™)
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